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CONG TY TNHH HCSP 

518 TO NGOC VAN, P. TAM PHU, QUAN THU DUC, TPHCM, VIET NAM 
 
The following sample(s) was/were submitted and identified by the client as: 
 

 

Test Requested Conclusion 

DMFu content Data /See result 

 

Signed for and on behalf of 
SGS Vietnam LTD 

 
__________________________ 
Ung Thanh Van 
Hardline Lab Manager 

SGS Job No. : VNHL2004006956HG 
   
Sample Description  : CLAY 500GR 
Color : GREY 
Characteristic : CLAY 
   
Buyer : CONG TY TNHH HCSP 
Country of Origin : VIET NAM 
Date of Production : 27/04/2020 
Manufacturer  : CONG TY TNHH HCSP 
   
Sample Receiving Date : APRIL 28, 2020 
Final confirmed Date : APRIL 28, 2020 
Testing Period : APRIL 28, 2020 TO MAY 04, 2020 
   

Test Requested : PLEASE REFER TO THE RESULT SUMMARY. 

Test Results : PLEASE REFER TO NEXT PAGE(S). 
   
Result summary :  
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Test result(s): 
 
Sample description: 
 

No. Component Material Color 

1 CLAY 500GR CLAY GREY 

 
Dimethyl fumarate   
 
Test Method:  With reference to in-house method LCHE-TST-WI8080. Analysis was performed by GC-MS 
 

Compounds CAS No. Unit 
Result 

MDL 
1 

Dimethyl fumarate (DMFu) 624-49-7 mg/kg ND 0.1 

 
Note: MDL = Method Detection Limit: 

ND = Not detected 
 

Remark: This / these test(s) was / were performed by SGS Vietnam’s chemical lab. 
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PHOTO OF SUBMITTED SAMPLE FOR TESTING 
 

  
 

REPORT RESULTS REFER TO SUBMITTED SAMPLE (S) ONLY 

*** End of Report *** 
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